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HistoryHistory

►►Amounts of copper being found in the Amounts of copper being found in the 
California waterwaysCalifornia waterways

Preliminary water samples were above the Preliminary water samples were above the 
California Toxics Rule.California Toxics Rule.
Regional or Statewide?Regional or Statewide?
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Registrants of Copper Based Boat Registrants of Copper Based Boat 
PaintsPaints

►► Blue Water Marine Blue Water Marine 
PaintPaint

►► FlexabarFlexabar CorporationCorporation
►► FlexdelFlexdel CorporationCorporation
►► HempelHempel Coatings Coatings 

(USA) Inc.(USA) Inc.
►► International Paint, International Paint, 

LLCLLC
►► JotounJotoun Paints, Inc.Paints, Inc.

►► KopKop--Coat, Inc.Coat, Inc.
►► Marine Development & Marine Development & 

Research Corp.Research Corp.
►► New Nautical Coatings, New Nautical Coatings, 

Inc.Inc.
►► RustRust--OleumOleum 

CorporationCorporation
►► SigmakalonSigmakalon USA LLCUSA LLC
►► The SherwinThe Sherwin--Williams Williams 

Co.Co.
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RegistrantRegistrant’’s Time Frame s Time Frame 
Requirements Requirements 

Compliance proposal.Compliance proposal.

Submission of a paint type Submission of a paint type 
categorization (Appendix A).categorization (Appendix A).

Submission of existing leach rate data.Submission of existing leach rate data.

Submission of a mitigation strategy.Submission of a mitigation strategy.
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Categorization of Paint TypesCategorization of Paint Types 

Appendix AAppendix A
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Paint Categorization Results Paint Categorization Results 

Paint Type CategoryPaint Type Category
# of# of Pesticide Pesticide 
ProductsProducts

Copolymer, AblativeCopolymer, Ablative 7878
Epoxy Ester, ConventionalEpoxy Ester, Conventional 6868
Vinyl, ConventionalVinyl, Conventional 1212
WaterWater--based, Ablativebased, Ablative 77
WaterWater--based, Conventionalbased, Conventional 66
Soft SloughingSoft Sloughing 22
Vinyl, Thin Film PTFEVinyl, Thin Film PTFE nonenone
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Submission of Submission of 
Leach Rate DataLeach Rate Data

►►
 
Provide leach rate data generated using either Provide leach rate data generated using either 
ASTM or ISO methods:ASTM or ISO methods:

1.1. American Society for Testing Method (ASTM) American Society for Testing Method (ASTM) -- OrganotinOrganotin Release Rates of Release Rates of 
Antifouling Coating Systems in Sea Water (ASTM D5108Antifouling Coating Systems in Sea Water (ASTM D5108--90);90);

2.2. ASTM Test Method ASTM Test Method -- Standard Test Method for Determination of Copper Standard Test Method for Determination of Copper 
Release Rate from Antifouling Coatings in Substitute Ocean WaterRelease Rate from Antifouling Coatings in Substitute Ocean Water (ASTM (ASTM 
D6442D6442--06).06).

3.3. International Organization for Standardization (ISO) International Organization for Standardization (ISO) ““Paints and Varnishes Paints and Varnishes –– 
Modeling of biocides     release rate from antifouling paints byModeling of biocides     release rate from antifouling paints by mass balance mass balance 
calculationcalculation”” (ISO 10890:2010).(ISO 10890:2010).
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Submission of Mitigation StrategiesSubmission of Mitigation Strategies

►►Identify and submit specific mitigation Identify and submit specific mitigation 
strategies to reduce dissolved copper strategies to reduce dissolved copper 
concentrations below California Toxic Rule concentrations below California Toxic Rule 
(CTR) or regionally applicable standards.(CTR) or regionally applicable standards.

►►Received some mitigation strategies for Received some mitigation strategies for 
consideration.consideration.
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Additional Item for the Reevaluation Additional Item for the Reevaluation 

►►Increased scope of the copper into the Increased scope of the copper into the 
waterways.waterways.

Study protocol regarding underwater hull Study protocol regarding underwater hull 
cleaning.cleaning.
To be submitted by July 23, 2011.To be submitted by July 23, 2011.



10

California Senate Bill 623California Senate Bill 623

►►Copper based marine antiCopper based marine anti--fouling paint ban fouling paint ban 
timelines:timelines:

January 1, 2015 January 1, 2015 No sales No sales 
January 1, 2019 January 1, 2019 No applications or useNo applications or use

►►Recent DevelopmentsRecent Developments
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Questions?Questions?

Richard SpasRichard Spas
Antifouling Paint Reevaluation CoordinatorAntifouling Paint Reevaluation Coordinator

916.322.9522916.322.9522
rspas@cdpr.ca.govrspas@cdpr.ca.gov
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